
Hangzhou Juheshun New Material Co.,Ltd
 Add: NO 389 WEISHI RD.,LINJIANG HIGH TECHNOLOGY INDUSTRY PARK,HANGZHOU

Product Name： Polyamide 6 Chips 

Batch No: J3200M (R.V. : 3.23 +/- 0.07) 

  

  

     

 

Sr.No. Test Items Requirements

1 Moisture Content （%） ≤0.06  

2 Hot-water Extractable Content（%） ≤0.5  

3 Relative Viscosity 3.23±0.07

Conclusion All test results comply with the requirements of  standard 
FZ/T51006-2012.
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